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Table of Standard Sieves, Gauge and Grit 

Sieve Opening Sieve Designation 

Microns Inches 
U.S. Standard 
ASTME 11-61 

British Standard 
BSS: 410  

Tyler 
Standard 

Hegman 
Gauge 

NPIRI * Grit 

8000 0.312 5/16 in – 2 1/2 – – – 
6730 0.265 0.265 in – 3 – – – 
6350 0.25 1/4 in – –     – 
5660 0.223 3 1/2 – 3 1/2 – – 4      
4760 0.187 4 – 4 – – 5      
4000 0.157 5 – –     6      
3360 0.132 6 5 6 – – 7      
2830 0.111 7 6 7 – – 8      
2380 0.0937 8 7 8 – – 10      
2000 0.0787 10 8 9 – – 12      
1680 0.0661 12 10 12 – – 14      
1410 0.555 14 12 12 – – 16      
1190 0.469 16 14 14 – – 20      
1000 0.0394 18 16 16 – – – 
841 0.0331 20 18 20 – – 24      
707 0.2878 25 22 24 – – 30      
595 0.0234 30 25 28 – – 36      
500 0.0197 35 30 32 – – – 
420 0.0165 40 36 35 – – 46      
354 0.0139 45 44 42 – – 54      
297 0.0117 50 52 48 – – 60      
250 0.0098 60 60 60 – – 70      
210 0.0083 70 72 65 – – 80      
177 0.0070 80 85 80 – – 90      
149 0.0059 100 100 100 – – 100      
125 0.0049 120 120 115 – – 120      
105 0.0041 140 150 150 – – 150      

101.6 0.0040 – – – 0       – – 
95.25 0.0037 – – –   1/2  – – 
88.9 0.0035 – – – 1       – – 
88   170 170 170 – – 180      

82.55 0.0032 – – – 1 1/2  – – 
76.2 0.0030 – – – 2       – – 
74 0.0029 200 200 200 – – 220      

69.85 0.0027 – – – 2 1/2  – – 
63.5 0.0025 – – – 3       – – 
63 – 230 240 250 – – – 

57.15 0.0022 - - - 3 1/2  – – 
* The National Printing Ink Research Institute 
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Table of Standard Sieves, Gauge and Grit 

Sieve Opening Sieve Designation 

Microns Inches 

U.S. 
Standard 

ASTME 11-
61 

British 
Standard BSS: 

410  
Tyler Standard 

Hegman 
Gauge 

NPIRI * Grit 

              
Micro 
Grit* 

53 0.0021 270 300 270 – – – 
50.85 0.0020 – – – 4       – 240       
44.45 0.0017 – – – 4 1/2  – – 

44   325 350 325 – – 280       
38.1 0.0015 - - - 5       – – 
37   400 400 400 – – – 
32 0.0013 450 440 450 – – 320       

31.75 0.0012 – – – 5 1/2  – – 
25.04 0.0010 – – – 6       – 360       

25 0.0010 500 – 500 – 10 – 
22.86 0.0009 – – – – 9 – 
20.32 0.0008 – – – – 8 400       

20 – 635 – 635 – – – 
19.05 – – – – 6 1/2  – – 
17.78 0.0007 – – – – 7 500       
15.24 0.0006 – – – – 6 – 

13 – 1000 – 1000 – – 600       
12.7 0.0005 – – – 7       5 – 

10.16 0.0004 – – – – 4 800       
10 – – – 1250 – – – 

7.62 0.0003 – – – – 3 1000      
6.35 – – – – 7 1/2  – – 

6 – 2300 – – – – – 
5.08 0.0002 – – – – 2 – 

5 – – – 5000 – – – 
2.54 0.0001 – – – – 1 – 

* The National Printing Ink Research Institute 
 

 

 

 

 

    


